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I1. Subject Inventions

Provide a complete list of all subject inventions or patents resulting from work

performed under the award or provide a statement that there were none.
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I. Summary of Research

The seal configuration tester (SCT) developed at the Stennis Space Center (SSC) was

designed to replicate the intended application of different seat and seal materials in a high

pressure oxygen system and assess the wearibility of those materials. Statistical models

were used to test the reliability of the SCT in its intended application, and the tests

showed very consistent measurements over time, indicating that the device was working

as intended. Other statistical designs were used to test different O-ring materials in a

high-pressure oxygen system. Those tests indicated that the SCT could be used to rank

the performance of O-ring materials in certain environments. The results indicated that

some cheaper materials performed as well as, if not better than, other more expensive

materials. Different lubrications were integrated in the testing as well and had a

significant impact on the performance of the materials. Testing of seat materials is the

next stage of this project. An augmentation grant (JAG) was obtained to further this

experimental testing at the Stennis Space Center. This part of the project is ongoing at

this time and therefore there are no significant accomplishments with respect to seat

materials as of yet.
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